
 

 

 

 

 

 

 

COLLECTION RIZZI 

INFORMATION TEST  
METHOD 

RESULT OF RESEARCH 

NAME COLLECTION  RIZZI 

NUMERATION  1150-1161 

COMPOSITION  100 % PES 

WEIGHT  350 G/M² 

WIDTH  144CM ± 2CM 

TEST MARTINDALE EN ISO 12947-2 70 000 

PILING EN ISO 12945-2 4 -5 / CATEGORY A 

COLOR FASTNESS TO LIGHT ISO 105 B02 5 / CATEGORY A 

THE FLAME RETARDANCE   
(TEST CIGARETTE) 

PN-EN 1021-1 NO / DOES NOT HAVE 

TENSILE STRENGTH EN ISO 13934-1 520/490 / CATEGORY A 

MACHINE WASHABLE- to 30°C  YES / HAS 

NO LIQUIDS ABSORPTION  YES / HAS 
 

 

CLEANING METHODS: 

                         

 Wipe with a damp cloth soaked in water. 

 For technological reasons the minimal differences in the shades of colors are acceptable. 

          

 

 

 

 

 

 


